Appendix A

Pre Treated Testing Summary

Sample 1 1/16/08
TCLP Lead ND

Cadmium ND

Barium ND

Silver ND

Arsenic ND

Selenium ND

Chromium 5.8
Sample 2 1/15/08
Fishkill Concentration 10 mg/L Mortality O

Concentration 100 mg/L Mortality O

Post Treatment Testing Summary (Bench Test)

Sample 1 1/22/08
TCLP Grab Lead ND

Cadmium ND

Barium ND

Silver ND

Arsenic ND

Selenium ND

Chromium 0.41

Post Treatment Testing Summary (Actual)

Sample 2 4/15/08
TCLP Grab Lead ND

Cadmium ND

Barium ND

Silver ND

Arsenic ND

Selenium ND

Chromium .040
Sample 3 4/30/08
TCLP Composite Lead ND

Cadmium ND

Barium 0.048

Silver ND

Arsenic ND

Selenium ND

Chromium 0.061
Sample 4 4/30/08
Fishkill Concentration 10 mg/L Mortality O

Concentration 100 mg/L Mortality 0
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